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PRODUCT QUALITY CERTIFICATE
MACMOPT KAYECTBA

Date of testing

000 OYKC OUJT

Date of manufacturing

24.03.2015 24.03.2015

[aTa npousBoacTBa [aTa ucnbitTaHui

Sample No. Taken from
266 M-002

MecTo oT60pa
FUCHS OIL RUSSIA

Howmep o6pasua

Manufacturer Specification
(FOR) P CTO 00190118-024-2014
Mpoussoautensb 00O dykc Onn Cneuudmkaumsa
Product i Batch Ne.
roduct name Renolin XTREME atc RU 0005 1135
HassaHue npogykTa TEMP 32 MapTtus Ne
Parameter Unit Method Result
MokasaTenb En. nam. MeTop, 3HaveHus
measured min-max
pakTmyeckoe npegenbHble
1 2 3 4 5
1.Densit 15°C ASTM D 1298
ve kg/m?® 861,4 850,0-890,0
MnoTHocTb Npu 15°C [OCT P 51069
2.Color . ASTM D 1500
units 0,5 <1,0
LiBeT OCT 20284
3.Kinematic viscosity at 40°C ASTM D 445
INeMAtC VIScosty cst 31,43 29,4-34.6
BsiskocTb kuHemaTuyeckasi npu 40°C [OCT 33
4 Kinematic viscosity at 100°C ASTM D 445
INEMATC VISCostty cst 6.8 6,67,2
BsiskocTb kuHemaTuyeckasi npu 100°C FOCT 33
5. Viscosity index ASTM D 2270
y - 184 170-190
WHpekc BA3KOCTU [OCT 25371
6.Flash point (COC ASTM D 92
point (COC) ‘C 200 2190
TemnepaTypa BCMbILWKA B OTKPbITOM TUINE FOCT 4333
7.FTIR
- - OK +/- 5%
WK cnekTp
8.Pour point ‘c ASTM D 6749 38
TemnepaTtypa 3acTbiBaHUs FOCT 20287 -
3aknoyeHue: NpoadyKT COOTBETCBYET TPE6OBaHNAM HOPMaTUBHOWM AOKYMEHTaLum
Conclusion: product complies with requirements of regulatory documents
Chemical engineer T.Synchikova

[laHHbIii OTHET aBTOMaTUYECKI CreHEepPUPOBaH B ANIEKTPOHHOM BUZE U MOXET He coaepxaTb MoANMCcU OTBETCTBEHHOTO Nuua.
This certificate has been validated by electronic data processing and can therefore be furnished not signed.
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